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State of Louisiana
Department of Transportation and Development

Qualified Products List 52

ADHESIVE ANCHOR SYSTEMS FOR DEFORMED TIE BARS AND DOWEL BARS*

PRODUCT
SOURCE
CODE PRODUCT SYSTEM SOURCE

5247 Anch Caps AAC Capsule Ambex Concrete Technologies, Inc.
1522 Boulevard desLauremtodes
Laval, Quebec H7M2N7
Canada

5207
5208

21-24 TX Grout
21-30 Anchortite

Grout
Grout

Celtite, Inc.
150 Carley Court
Georgetown, KY 40324

5222
5223

Spec Bond 200
Spec Bond 201

Injection
Injection

CONSPEC Marketing & Manfacturing Co., Inc.
636 S. 66th Terrace
Kansas City, KS 66111

5209
5210

Molly Parabond Capsule
Molly Parafast Injection

Capsule 
Injection

Emhart Fasteners Systems Group
Threaded Fasteners Division
Molly Plant
504 Mount Laurel Avenue
Temple, PA 19560

5211
5212
5225
5240
5229
5243

HVA Adhesive Anchor Capsule
Hilti Hit C-100
Hilti HSE 2411
Hilti HSE 2421
Hilti HY 150
Hilti RE 500

Capsule
Injection
Injection
Injection
Injection
Injection

Hilti, Inc.
5400 S. 122nd East Avenue
Tulsa, OK 74146

5218
5236
5237

Epcon Ceramic 6
Epcon Granite 5
Epcon Acrylic 7

Injection
Injection
Injection

ITW Ramset/Red Head
1300 N. Michael Drive
Wood Dale, IL 60191

5213
5214

Kelibond Grout
Keligrout

Grout
Grout

Kelken-Gold, Inc.
P. O. Box 336
Hazlet, NJ 07730
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5224 Anchor Adhesive 52 Injection Pilgrim Permocoat, Inc.
P. O. Box 945
Tampa, FL 33601

5233 Concresive 1420 Injection Master Builders, Inc.
23700 Chagrin Blvd.
Cleveland, OH 44122

5215 Poly-Carb Mark-198 Injection Poly-Carb, Inc.
33095 Bainbridge Road
Cleveland, OH 44139

5220
5221

Polyject 1257
Polyject 1605

Injection
Injection

Polygem, Inc.
P. O. Box 609
West Chicago, IL 60185

5246 AC 100 Plus Injection Powers Fasteners
2 Powers Square
New Rochelle, NY 10801

5227
5228
5230
5231
5232

Foil-Fast Injection Gel - Slow Set
Foil-Fast Injection Gel - Fast Set
Dowel Fast
Hammer-Capsule
Needle-Capsule

Injection
Injection
Injection
Capsule 
Capsule

Powers Rawl
Powers Fastening, Inc.
2 Powers Square
New Rochelle, NY 10801

5217 Speed Bond #1 Injection Prime Resins, Inc.
397 Chapman Road
Lithonia, GA 30058

5241
5242

ET-Epoxy-Tie-Adhesive
Set-Epoxy-Tie-Adhesive

Injection
Injection

Simpson Strong Tie Company, Inc.
136 Official Road
Addison, IL 60101

5226 Pro-Poxy 300 Fast Injection Unitex
3101 Gardner Avenue
Kansas City, MO 64120
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5238
5239

Ultrabond 1300
Ultrabond 2200

Injection
Injection

U. S. Anchor Corporation
450 E. Copans Road
Pompano Beach, FL 33064

5216 Sup-R-Set Capsule Anchor Capsule U.S.E. Diamond, Inc.
P. O. Box 1589
500 State Street
York, PA 17405

*Epoxy Resin Systems shown in QPL 32 as Type 1, Grade C may be used as an adhesive anchor system for deformed tie
bars and dowel bars.

REFERENCE:

1992 DOTD Standard Specifications, Subsections 601.09(a) and 601.09(f)     (Metric/English)

NOTE:

Any product on this list may be used without sampling and pretesting provided it is peroperly identified as being the specific
product on the list.  However, sampling and testing before use may be required whenever a product is questionable for any
reason.

No information contained in this list is to be used for promotional purposes.


